
Process Spec Number Title Export Classification

MAGNETIC PARTICLE INSPECTION 91547-P6807 Magnetic Particle Inspection XIX(g)

MAGNETIC PARTICLE INSPECTION ASTM E1444/E1444M Standard Practice for Magnetic Particle Testing for Aerospace PUBLIC DOMAIN

MAGNETIC PARTICLE INSPECTION EMS52308 MAGNETIC PARTICLE INSPECTION 9E991

MAGNETIC PARTICLE INSPECTION EMS92325 MAGNETIC PARTICLE INSPECTION (F-18) VIII(i)

MAGNETIC PARTICLE INSPECTION EMS92367 MAGNETIC PARTICLE INSPECTION 9E991

MAGNETIC PARTICLE INSPECTION GPS5102-1 INSPECTION, MAGNETIC PARTICLE EAR99

MAGNETIC PARTICLE INSPECTION GPS7030-1 INSPECTION, MAGNETIC PARTICLE (F-18) VIII(i)

MAGNETIC PARTICLE INSPECTION HGS1009 MAGNETIC PARTICLE INSPECTION EAR99

MAGNETIC PARTICLE INSPECTION LHP8036 Inspection, Magnetic Particle 9E991

MAGNETIC PARTICLE INSPECTION M694097
MANUFACTURING SPECIFICATION FOR MAGNETIC PARTICLE 
INSPECTION OF FERROMAGNETIC MT EAR99

MAGNETIC PARTICLE INSPECTION NGPS 1 MAGNETIC PARTICLE INSPECTION CIV

PENETRANT INSPECTION 91547-P6808 Liquid Penetrant Inspection XIX(g)

PENETRANT INSPECTION ASTM E1220
Standard Practice for Visible Penetrant Testing Using Solvent-
Removable Process PUBLIC DOMAIN

PENETRANT INSPECTION ASTM E1417/E1417M Standard Practice for Liquid Penetrant Testing PUBLIC DOMAIN

PENETRANT INSPECTION EMS52309 PENETRANT INSPECTION 9E991

PENETRANT INSPECTION EMS92321 PENETRANT INSPECTION (F/A-18) VIII(i)

PENETRANT INSPECTION EMS92358 PENETRANT INSPECTION EAR99

PENETRANT INSPECTION ES-0680 Post Emulsification Fluorescent Penetrant Inspection 9E991

PENETRANT INSPECTION GPS5103-1 INSPECTION, LIQUID PENETRANT EAR99

PENETRANT INSPECTION GPS7029-1 INSPECTION, PENETRANT (F/A-18) VIII(i)

PENETRANT INSPECTION GPS7325-1
INSPECTION, FLUORESCENT PENETRANT, WELDMENTS AND CASTINGS 
(GRIMES) EAR99

PENETRANT INSPECTION HGS1010 FLUORESCENT PENETRANT INSPECTION EAR99

PENETRANT INSPECTION LHP8037 Fluorescent Penetrant Inspection 9E991

PENETRANT INSPECTION LQ-009 Penetrant Inspection 9E991

PENETRANT INSPECTION M694669 Manufacturing Specification forFluorescent Penetrant Inspection EAR99

PENETRANT INSPECTION M8260124 Manufacturing Specification for Liquid Penetrant Inspection 9E515.a

PENETRANT INSPECTION NGPS 7 NON-DESTRUCTIVE TESTING PENETRANT INSPECTION CIV

PRE-PENETRANT ETCH C106 METAL PICKLING 9E991

Honeywell Internal



PRE-PENETRANT ETCH C129 CLEANING AND ETCHING PRIOR TO PENETRANT INSPECTION EAR99

PRE-PENETRANT ETCH C5098 Etching Prior to Penetrant Inspection 9E991

PRE-PENETRANT ETCH C7129 CLEANING AND ETCHING PRIOR TO PENETRANT INSPECTION 9E991

PRE-PENETRANT ETCH EMS92427 PRE-PENETRANT CLEANING 9E604.a

PRE-PENETRANT ETCH FI-1811 ETCHING OF CRES PRIOR TO PENTRANT INSPECTION XIX(g)

PRE-PENETRANT ETCH GPS3015-1 ETCHING PRIOR TO PENETRANT INSPECTION EAR99

PRE-PENETRANT ETCH HPS1003 SURFACE IMPROVEMENT FOR ADDITIVE MANUFACTURING EAR99

PRE-PENETRANT ETCH LHP6014 Cleaning and Pickling Prior to Penetrant Inspection 9E991

PRE-PENETRANT ETCH PC5022
Chemical Etch of Nickel Alloy Plenums Prior to Fluorescent Penetrant 
Inspection 9E991

PRE-PENETRANT ETCH PS-1104 Pickling of Titanium or Nickel Alloy Parts 9E991

PRE-PENETRANT ETCH PS-1105 Cleaning and Etching of Aluminum Alloy 9E991

PRE-PENETRANT ETCH PS-HBAS-1104 Pickling of Nickel Alloy Parts 9E991

PRE-PENETRANT ETCH PS-HBAS-1105 Cleaning of Etching of Aluminum Alloy 9E991

TITANIUM CLEANING ASTM B600
Standard Guide for Descaling and Cleaning Titanium and Titanium Alloy 
Surfaces PUBLIC DOMAIN

TITANIUM CLEANING C5049 CLEANING OF TITANIUM AND TITANIUM ALLOYS 9E991

TITANIUM CLEANING FI-1709 CLEANING OF TITANIUM AND TITANIUM ALLOYS 9E991

TITANIUM CLEANING LHP6011 Cleaning of Titanium and Titanium Alloys 9E991

ULTRASONIC INSPECTION 91547-P6803 Ultrasonic Inspection XIX(g)

ULTRASONIC INSPECTION AMS-STD-2154 Inspection, Ultrasonic, Wrought Metals, Process for PUBLIC DOMAIN

ULTRASONIC INSPECTION AMS2630 Inspection, Ultrasonic Product Over 0.5 Inch (12.7 mm) Thick PUBLIC DOMAIN

ULTRASONIC INSPECTION EMS52321 Ultrasonic Inspection 9E991

ULTRASONIC INSPECTION EMS52323 Ultrasonic Inspection of Composite Materials 9E991

ULTRASONIC INSPECTION EMS57934 ENHANCED ULTRASONIC INSPECTION OF TITANIUM BAR AND BILLET 9E991

ULTRASONIC INSPECTION EMS92320 ULTRASONIC INSPECTION (F/A-18) VIII(i)

ULTRASONIC INSPECTION EMS92348
ULTRASONIC INSPECTION OF AMMONIA TANK SENSOR HOUSING AND 
CLOSURE WELD AND THE AMMONIA ACCUMULATOR CLOSURE WELD 9E991

ULTRASONIC INSPECTION EMS92394 ULTRASONIC INSPECTON OF WROUGHT METALS EAR99

ULTRASONIC INSPECTION GPS5123-1 INSPECTION, ULTRASONIC, BONDED STACKS IV(i)

ULTRASONIC INSPECTION LHP8038 Ultrasonic Inspection, Processes for 9E991

ULTRASONIC INSPECTION NGPS 1026 ULTRASONIC FLAW DETECTION CIV

ULTRASONIC INSPECTION PNCP52382 Inspection, Ultrasonic, Dual-Alloy Wheel Bond Joint 9E991

Honeywell Internal




