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المادة اسم الاختبار #

مفع
ل

Oven, Balance, Riffle Box. ASTM D2216 Soil Laboratory Determination of Water (Moisture) Content
of Soil and Rock by Mass

1

مفع
ل

Sand Cone, Oven. ASTM D1556/D1556M Soil Field density - Sand Cone 2

مفع
ل

Nuclear Density Gauge. ASTM D6938 Soil In-Place Density and Water Content of Soil and Soil
Aggregate by Nuclear Methods (Shallow Depth)

3

مفع
ل

Oven, Balance, Riffle Box, Sieves. ASTM C136/C136M Aggregates Sieve Analysis of Fine and Coarse Aggregates 4

مفع
ل

Oven, Balance, Riffle Box, Flakiness
Gauge.

BS 812-105.1 Aggregates Methods for determination of particle shape- Flakiness
index

5

مفع
ل

Oven, Balance, Riffle Box, Sieves,
Thermometer.

ASTM C127 Aggregates Relative Density (Specific Gravity), and Absorption of
Coarse Aggregate

6

مفع
ل

Oven, Balance, Riffle Box, Sieves,
Moulds.

ASTM C128 Aggregates Relative Density (Specific Gravity), and Absorption of
Fine Aggregate

7

مفع
ل

Oven, Balance, Riffle Box. ASTM C566 Aggregates Total Evaporable Moisture Content of Aggregate by
Drying

8

مفع
ل

Slump Cone Slump Rod Base plate
Thermometer Timer Steel Rule

ASTM C143/C143M Concrete Slump of Hydraulic-Cement Concrete 9

مفع
ل

Thermometer ASTM C1064/C1064M Concrete Temperature of Freshly Mixed Hydraulic- Cement
Concrete

10
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مفع
ل

Scoop Sampling tray ASTM C172/172M Concrete Sampling Freshly Mixed Concrete 11
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